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AutoCAD SHX Text
Where bed joints in consolidation work exceed 20mm in thickness galleting with split stone pinnings to be driven into mortar bed whilst still green so as to limit joint thickness to between 12 and 20mm.

AutoCAD SHX Text
Where existing random rubble sandstone above dpc level is to be rebedded this should be laid in Non-hydraulic lime putty plus pozzolan mortar mix within the range of 1: 2.25 and 1: 3 lime putty: sand, with PFA or GGBS to 10% of course stuff, mix may be gauged with crushed stone dust in the ratio of 1: 2.25: 0.5 Joints to be weather struck flush or recessed where arrises of stonework are rounded. Stone pinnings to be used as noted alongside.

AutoCAD SHX Text
Any re-bedding or re-pointing of existing random rubble sandstone masonry below dpc level to be laid in NHL3.5 Natural hydraulic lime mortar mix of proportions 1:2.5 lime: sand. Joint treatment as above.

AutoCAD SHX Text
Slate pin and dry pack between plinth stonework and underside of existing cill plate once masonry has cured.
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